


of incident light), which reveals their symmetries
and resonant frequencies. This analysis also pro-
vides a guide to interpreting the spectra of finite-
sized trimers, which have resonances that are
qualitatively similar but red-shifted relative to the
quasistatic ones (23). The resonant wavelengths
for different trimer modes as a function of gap
separation (Fig. 2A) show all of the modes red-
shifting with decreasing gap separation due to
enhanced capacitive coupling between the nano-
shells. The two electric dipole modes are degen-
erate in energy and correspond to two different
orientations relative to the trimer; this degeneracy
is explained by the D3h point group characteriz-
ing the cluster, which supports isotropic in-plane
resonances (24). A plot of the electric potential
and displacement fields for a magnetic mode is
shown in the inset of Fig. 2A. A circulating field,
which is a hallmark of the magnetic moment, is
clearly visible. The particularly strong capacitive
interaction at the nanoshell gaps red-shifts this
mode well past all of the other modes.

The scattering spectra and transmission elec-
tron microscopy (TEM) image of an individual
trimer consisting of three 40-nm-thick gold
nanoshells are shown in Fig. 2B. Thicker shells
are synthesized to increase the total polarizability
of the structure. The trimer is probed by incident
s- and p-polarization, which correspond to the
electric field oriented in and out of the trimer
plane, respectively. A gap separation of 2.5 nm
provides a good match between the experimental
and calculated electric dipole peak positions. A
comparison between the experimental and theo-
retical spectra shows good agreement. In both
cases, the s-polarized spectra have an electric
dipole peak near 1200 nm and higher-order
modes at 600 to 700 nm. Any magnetic dipole
peak is obscured by the broad electric dipole. The
p-polarized spectra in both cases have a sharp
peak near 700 nm, which represent out-of-plane
plasmon resonances. The oscillations in the
p-polarized experimental spectrum are artifacts
caused by interference from light scattered by the
rough metallic TEM grid in the trimer vicinity.

Evidence for a magnetic dipole mode comes
from spectra taken with the cross-polarizer in
the light path (Fig. 2C), which suppresses the
maximum peak intensity in the measured
spectrum by a factor of 11. Electric dipole
radiation is filtered less effectively here by the
polarizer, compared with that from a single
nanoshell (fig. S2), due to optical activity in the
trimer [see (25) and the SOM]. In both the
calculated and experimental spectra, a narrow
peak near 1400 nm becomes visible. There is
strong evidence that this feature is the magnetic
dipole peak. First, a direct calculation of the
magnetic dipole moment perpendicular to the
trimer (presented in the inset of Fig. 2C) shows
a sharply peaked magnetic dipole near 1400 nm.
Second, the linewidths of the experimental
feature and the theoretical magnetic dipole are
distinctly narrow and match. Finally, the peak is
substantially red-shifted relative to the electric

dipole, which is consistent with the quasistatic
theory (Fig. 2A). The differences between the
experimental and calculated cross-polarized
spectra at wavelengths shorter than 1100 nm
are probably due to small geometric anisotropies
in the synthesized trimer (26) and to the
complex interaction between the trimer and
thin-film substrate (see fig. S3).

Heptamers, which are symmetric clusters
composed of seven equivalent elements, support
complex plasmon mode interactions that lead to
Fano-like interference. Fano-like interference
involves a continuum of incident photons (I), a
superradiant bright mode (B) that couples to (I),
and a subradiant dark mode (D) that does not
couple to (I) but instead couples to the bright
mode via a near-field interaction. At frequencies
resonant with both the bright and dark modes,
the former will be excited via two pathways: (i)
jI� � jB� and (ii) jI� � jB� � jD� � jB�. At

the Fano minimum, these two pathways destruc-
tively interfere and cancel the polarization of the
bright mode. The result is a narrow minimum in
the scattering and extinction spectra.

These mode interactions are absent in simpler
clusters such as the dimer and trimer, which are
characterized by a superradiant electric dipole
resonance in their scattering spectra (Figs. 1A
and 2B) but support no visible Fano minima.
Additional structural complexity is required for
the clusters to support interacting bright and
dark modes. One approach is to break the sym-
metry of the dimer or trimer, which would lead
to the formation of new dark modes. With the
heptamer here, the strong electromagnetic cou-
pling between seven particles creates new plas-
mon modes that support Fano-like resonances,
without the expense of symmetry breaking. Cou-
pling between the bright and dark modes can be
explained by group theory, as both modes share
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Fig. 1. Self-assembled nanoshell clusters as nanoplasmonic components. (A) Nanoshell clusters can be
tailored to support tunable electric, magnetic, and Fano-like resonances. Electric dipole resonances
generally exist for all plasmonic nanostructures and are shown here for individual nanoshells and coupled
dimers. Packed trimer clusters exhibit magnetic dipole resonances and can be described as a closed loop
of nanoinductors and nanocapacitors. Fano-like resonances are supported by heptamers. These
simulations use nanoshells with [r1, r2] = [62.5, 85] nm (where r1 and r2 are the inner and outer radii
of the gold shell, respectively), and the clusters have 2-nm-wide gaps filled with a dielectric spacer with a
dielectric constant e = 2.5. E, electric field. (B) To assemble the clusters, nanoshells in aqueous solution
are coated with a polymer. A dilute droplet of particles is then placed on a hydrophobic substrate and
evaporated. During this process, the droplet breaks into smaller droplets, and nanoshells within these
smaller droplets pack together by capillary forces. The nanoshell geometry and polymer-spacer separation
are defined. (C) To measure scattering spectra, white light is polarized and focused onto the sample, and
scattered light from an individual cluster is collected and analyzed in a spectrometer. The optional cross-
polarizer is oriented 90° relative to the incident-light polarization. B, magnetic field; k, wave vector of
incident light.
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symmetries from the same irreducible represen-
tation (27).

The Fano-like resonance is displayed in the
calculated extinction spectrum of a heptamer
(Fig. 3A). The interfering bright and dark modes
of the cluster can be characterized by surface charge
density plots at their resonances. The charge density
plot of the bright mode at its peak at 1160 nm
shows the charge oscillations in each nanoshell
oriented in the same direction, resulting in strong
scattering due to the constructive interference of
their radiated fields. The charge density plot at
the dark-mode peak frequency at 1490 nm shows
only the dark mode, indicating that the bright
mode is suppressed and that energy is stored in
the dark mode. Here, the charge oscillations in
the individual nanoshells are oriented in different
directions, resulting in the destructive interfer-
ence of their radiated fields. Calculations in the
quasistatic limit (27) show that the dipole
moment of the outer hexagon is similar in
magnitude but opposite in sign to the dipole
moment of the central particle, leading to strong
destructive interference of their radiating fields.

We observe a strong Fano-like resonance in
the experimental spectra. The TEM image of a
single heptamer and its spectra for three different
orientations are shown in Fig. 3B. The scattering
spectrum at each orientation shows a strong Fano
minimum at 1450 nm. This isotropy is con-
sistent with the symmetry of the heptamer (D6h

point group), which supports isotropic, in-plane
resonances (27). The peaks between 800 and
1300 nm are higher-order modes that arise
from retardation effects created by the large in-

Fig. 2. Magnetic dipole response in trimer clusters. (A) Quasistatic calculations,
which assume that the trimer size is negligible compared with the optical
wavelength, reveal all plasmonic resonances of the trimer. Resonance wave-
lengths are plotted for different plasmonicmodes as a function of gap separation.
There exist closely spaced higher-order modes with short wavelengths, two
degenerate electric dipole modes, and a magnetic dipole mode red-shifted
relative to all other modes. The electric potential (color) and displacement fields
(arrows) of themagnetic dipolemodewith a gap separation of 3 nmare shown in
the inset. This mode supports a circulating current and strong field localization
near the gaps. These calculations use nanoshells with [r1, r2] = [62, 102] nm. (B)
Experimental and theoretical s- and p-polarized scattering spectra for an individual
trimer shown in the inset. These spectra are dominated by the scattered electric
dipole radiation from the cluster. The incidence angle of the white-light source is
78°, and its polarization orientation relative to the trimer is shown in the inset. The
simulations use nanoshells with [r1, r2] = [62, 102] nm and gap separations of

2.5 nm. a.u., arbitrary units. (C) Experimental and theoretical s-polarized scat-
tering spectra for the same trimer and orientation in (B), but with insertion of
the cross-polarizer. Both spectra now exhibit a clearly visible magnetic dipole
peak, matching in peak position and linewidth. The inset shows the calculated
magnitude of the trimer magnetic dipole moment in the z direction (see Fig. 1A
for axis), confirming the nature of the spectral peak near 1400 nm.

Fig. 3. Fano-resonant behavior of a plasmonic
heptamer. (A) Calculated extinction spectrum and
charge density plots for a heptamer excited at
normal incidence with a 0° orientation angle. The
nanoshells have dimensions [r1, r2] = [62.5, 85]
nm, and the cluster has 1.6-nm gap separations and
is embedded in a cylinder with a dielectric constant
e = 2.5. The Fano minimum, characterized by
suppression of the bright mode, is at 1450 nm. The
charge density plot of the bright mode, whose peak
resonance is denoted by the pink dashed line at
1160 nm, shows the charge oscillations on each
nanoshell oriented in the same direction, resulting
in the constructive interference of their radiated
fields. The charge density plot of the heptamer at
1490 nm, denoted by the black dashed line, shows
the dark mode at its peak resonance. This mode
supports charge oscillations on the nanoshells
oriented in different directions, resulting in the
destructive interference of their radiated fields. (B)
TEM image and spectra of a heptamer at three
different incident electric-field orientation angles.
The nanoshells are measured to have average
dimensions [r1, r2] = [62.5, 85] nm. The Fano
minimum at 1450 nm is isotropic for these
orientation angles. (C) Calculated scattering spectra
for a heptamer with a geometry matching that in
(A), for the three orientation angles in (B).
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cidence angle. The calculated scattering spectra
of a heptamer for different polarization angles are
shown in Fig. 3C, where the cluster geometry is
identical to that used in Fig. 3A. These spectra
display Fano minima at 1450 nm, with asym-
metric line shapes that match the experimental
spectra. The nanoshell separationmodeled here is
smaller than that used for the trimer calculations
to account for the strongly red-shifted Fano min-
imum. This red shift is probably due to a combina-
tion of at least three factors: (i) smaller nanoshell
separation due to inhomogeneous self-assembled
monolayer coverage, (ii) a higher–refractive-index
environment near the cluster due to excess poly-
mer deposition, and (iii) increased capacitive
coupling between the nanoparticles due to nano-
shell faceting.

This cluster concept can be generalized to
other functional 2D and 3D structures. One ex-
ample is the tetrahedral cluster, which supports
isotropic electric and magnetic resonances in
three dimensions (28) and can be used as a build-
ing block for isotropic metamaterials. Symmetry
breaking can be applied to engineer other types
of optical modes: Trimers comprising three dif-
ferent particle types support magnetoelectric
modes, and tetrahedral clusters comprising four
different particle types are chiral. Nonspherical
plasmonic particles can be used to construct more
elaborate structures, provided that their orienta-
tions can be controlled during assembly. In all
of these structures, resonances can be tuned by
varying individual particle geometries, interpar-
ticle separation, and the dielectric environment
of the cluster. The assembly of clusters from
solution is highly versatile: It can lead to liquid
metamaterials or “metafluids” (28), be integrated
into soft materials such as gels, or be encapsu-

lated and dried onto surfaces of arbitrary curva-
ture or patterning. Future work will focus on these
applications and on achieving higher cluster yields
comparable to those attained with lithographical-
ly defined patterns (29), emulsion droplets (30),
and DNA linking (31).
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How Grain Growth Stops: A
Mechanism for Grain-Growth
Stagnation in Pure Materials
Elizabeth A. Holm* and Stephen M. Foiles

The thermodynamic equilibrium state of crystalline materials is a single crystal; however,
polycrystalline grain growth almost always stops before this state is reached. Although typically
attributed to solute drag, grain-growth stagnation occurs, even in high-purity materials. Recent
studies indicate that grain boundaries undergo thermal roughening associated with an abrupt
mobility change, so that at typical annealing temperatures, polycrystals will contain both smooth
(slow) and rough (fast) boundaries. Mesoscale grain-growth models, validated by large-scale
polycrystalline molecular dynamics simulations, show that even small fractions of smooth, slow
boundaries can stop grain growth. We conclude that grain-boundary roughening provides an
alternate stagnation mechanism that applies even to high-purity materials.

Most metals and ceramics are polycrys-
talline: They are made up of many
individual crystallites, called grains,

separated by internal interfaces or grain bounda-
ries. When polycrystalline materials are annealed

at sufficiently high temperatures, grain bounda-
ries move and rearrange so as to increase the
average grain size and decrease the grain-
boundary area per unit volume. However, even
at very high temperatures, grain growth only

rarely proceeds to the equilibrium single-crystal
state. Instead, grain growth usually stops, though
substantial internal interface remains. In fact,
grain stagnation is so pervasive that most grain-
growth models presume a finite maximum grain
size based purely on empirical observations (1).

Understanding and controlling grain growth
is important to nearly every engineered material.
For materials that rely on strength, toughness or
formability, including most nanocrystalline
materials, a stable, fine grain size is desirable.
However, there are also important systems, such
as superalloy turbine blades and silicon photo-
voltaics, in which a large (or even single-crystal)
grain size is preferred.

There have been many grain-growth stagna-
tion mechanisms proposed, each valid in certain
regimes. Well-known processes that reduce the
driving force for grain growth sufficiently to
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Self-Assembled Plasmonic Nanoparticle Clusters
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properties. Such a bottom-up approach should help in fabricating designed optical circuits on the nanoscale.
depended on the number of components within the cluster and each structure could be selected for its unique optical
allowed controlled production of clusters of nanoparticles. The optical properties of the self-assembled nanostructures 

ligandsself-assembly of nanoscale dielectric particles coated with gold. Functionalization of the gold surface with polymer 
 (p. 1135) describe theet al.Fan optical communication down to the size scales of electronic chip circuitry. Now, 

excitations that are being pursued as a route to bridge the length scales and bring the processing speed offered by 
Optics and electronics operate at very different length scales. Surface plasmons are light-induced electronic
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